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Specification Rubber Test Results

This is to certify that, at the request of customer, we have performed the
quality inspection of the under mentioned goods:

Commodity : RIBBED SMOKED SHEETS (R553)
Laboratory : RUBBER ESTATE ORGANIZATION
Date Tested : 20/08/13

Test Result

Date tested: 20/08/2013

Yourref. | Dit | Ash | VM. | N WALLANCE | Mooney
e el %) % %] % | Po P30 PRI | Viscosity:
oot o ML1+4(100°C)
| STR20 0.044 |0.27 |0.40 056 | 345 | 330 957 79.8
AVG 0.044 | 027 |0.40 | 056 | 345 |33.0 | 957 79.8

We certify that all the tests which we have carried out on the samples
submitted to us are consistent with the description.

Date of issue: 25 /0 | 2073

For and on behalf of
PRO STAR RUBBER CO.,, LTD



